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Test Report No.: CANEC26005270905 Date: Mar 17, 2026 Page 1 of 3

Client Name:  WINLONG GW INTERNATIONAL TECHNOLOGY (QINGDAO) CO., LTD .

Client Address: NO.46A, SOUTH YANTAI ROAD, WANGCHENG STREET, LAIXI CITY, QINGDAO,
SHANDONG PROVINCE, CHINA

Sample Name: Water-base adhesive
Model No.: Water-base adhesive
Client Ref. Information: 5025, 5025, 5041, 5020, 5022, 5023, 5030, 5032, 5035, 5038, 5039, 5042,

5065, 5060, 5070, 5120, 5122, 5125, 5138, 5142, 3000, 3100, 3335, 3337,
3338, 3360, 3366, 3365, 3369, 3371, 3380, 3382, 9811, 9812, 9813, 9802,

9805, 9807, 8730, 8735, 10103, 10103H, 10107, 10107H, S05, 22000,
22000H, 22000N, 22100, 22100N, 22110, 22120, 22180, 22200, 22300,

22700, 22900, 218, 288, 6108, 33300, 33400, 33500, 33560, 33600, 36300,
36360, 33700, 62100, 46100, 46200, 46600, 46700, 46800, 46900, SAP62900,

883, 884, 886, W1, WV2, WV3, VV6,5055, 3336, 5080, 5005, 5108, 3339
Sample Type: Water-based adhesive: Carpentry and furniture - Polyvinyl acetate

The above sample(s) and information were provided by the client.

SGS Job No.: GZP26-006103

Sample Receiving Date: Mar 11, 2026

Testing Period: Mar 11, 2026 ~ Mar 17, 2026

Test Requested: Select test(s) as requested by the client.

Test Method(s): Please refer to next page(s).

Test Result(s): Please refer to next page(s).
Test Requirement Conclusion
GB 33372-2020 — Volatile Organic Compounds Pass

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch

L

Violet Shi 5[ ==
Approved Signatory

Scan to see the report
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This report is English version of CANEC26005270906.

Unless otherwise agreed in writing, this document is issued by the Company subject to its General Conditions of Service printed overleaf,
available on request or accessible at https://www.sgs.com/en/Terms-and-Conditions. Attention is drawn to the limitation of liability,
indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects
the Company’s findings at the time of its intervention only and within the limits of Client's instructions, if any. The Company's sole
responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations
under the transaction documents. This document cannot be reproduced except in full, without prior written approval of the Company. Any

] unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted
f’ Tk % H 3 to the fullest extent of the law. Unless otherwise stated the results shown in this test report refer only to the sample(s) tested.
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Test Report No.: CANEC26005270905 Date: Mar 17, 2026 Page 2 of 3
Test Result(s):
Test Part Description:
SN ID Sample No. SGS Sample ID Description
SN1 A3 CAN26-0052709-0001.C003 White liquid
Remarks:
(1) 1 mg/kg =1 ppm =0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL)
(4) “-“= Not Regulated
GB 33372-2020 — Volatile Organic Compounds
Test Method:  With reference to GB 33372-2020 Appendix D.
Test Item(s) Limit Unit(s) MDL A3
Volatile Organic Compounds(VOCQC) 100 g/L 1 5
Conclusion Pass

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.
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Unless otherwise agreed in writing, this document is issued by the Company subject to its General Conditions of Service printed overleaf,
available on request or accessible at https://www.sgs.com/en/Terms-and-Conditions. Attention is drawn to the limitation of liability,
indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects
the Company’'s findings at the time of its intervention only and within the limits of Client's instructions, if any. The Company’'s sole
responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations
under the transaction documents. This document cannot be reproduced except in full, without prior written approval of the Company. Any
unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted
to the fullest extent of the law. Unless otherwise stated the results shown in this test report refer only to the sample(s) tested
Attention: To check the authenticity of testing /inspection report & certificate, please contact us at telephone: (86-755) 8307 1443,
or email: CN.Doccheck@sgs.com
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Sample Photo:

CAN26-0052709-0001.C003

SGS authenticate the photo on original report only
*** End of Report ***
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