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Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch

Violet Shi 史丽兰

Approved Signatory

This report is English version of CANEC26005286010.

Client Name: GUANGZHOU IWG CO., LTD.     
Client Address: ROOM 1201, NO. 268, HUANGPU DONG ROAD HUANGPU DISTRICT GUANGZHOU, 

CHINA

Sample Name: 602
Model No.: 602
Client Ref. Information: The elephant brand wood powder (yellow), the elephant brand wood powder 

(white), yellow six horses, yellow powder W, yellow powder S, bolton wood 
powder, white six horses, white powder W white powder S, PG641, PG631, 
PG630, PG621, PF60, 
 NH18, NH17, NH16HA, NH16H, NH16A, NH16-8, NH166-1, NH16-5, NH16-3, 
NH161-1, NH16-1, NH16, NH15, MF600, MA903-1, MA468W, MA468L, 
MA462-1, MA462, MA461W-4, MA461L, MA461-9W, MA460W, MA460-3W, 
MA460-2W, MA432L-6, MA432L, MA422L, MA416, MA23L, M6331, M6028A, 
M3830, M300, M1421, M1410, M1395, M1393/3, M1392, M1381, M1380, 
M1377B, M1303, HB161, H8323, H8320, H8310N, H8310-8, H8310-6, H8310-
3, H8310, H8230, H8221, H8211, H7032, H7031, H6038, H603-2, H603, 
H6028B, H6028, H500, H309, H207, H204, H202, H183, H1688, H1683-1, 
H1683, H168-1, H168, H160, H1561, H1560, H1551, H1548, H1543, H1523, 
H152, H1502, H100, H035, F013, F009, F003, DB-G, C-3909, AD, AC, 7081A, 
681HV, 673-2, 630-1, 629-3, 629-1, 608-5, 608-3, 605-4, 603/1, 601H, 3909, 
683, 681, 673, 641, 633, 631, 630, 629, 622, 621, 609, 608, 606, 605, 603, 
602, 601, 600, 501, 176, 106，636，H5015, H5012, NH16H-1, 604-3, H1360, 
H1570, H1688-2, 604-4, H3802, H1688-1, M1371, H1579, 604-4, 3806-2, 624, 
620, 630-2, H3567

Sample Type: Bulk-based adhesive: Interior decoration  - Others
The above sample(s) and information were provided by the client.
---------------------------------------------------------------------------------------------------------------------------------------------

SGS Job No.: GZP26-006227
Sample Receiving Date: Mar 11, 2026
Testing Period: Mar 11, 2026 ~ Mar 18, 2026
Test Requested: Select test(s) as requested by the client.
Test Method(s): Please refer to next page(s).
Test Result(s): Please refer to next page(s).
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Test Requirement Conclusion
GB 33372-2020 - Volatile Organic Compounds Pass

Test Result(s): 

Test Part Description：
SN ID Sample No. SGS Sample ID Description
SN1 A5 CAN26-0052860-0001.C005 White powder

Remarks:
(1) 1 mg/kg = 1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL)
(4) “-“ = Not Regulated

GB 33372-2020 - Volatile Organic Compounds

Test Method: With reference to GB 33372-2020 Appendix E.

Test Item(s) Limit Unit(s) MDL A5
Volatile Organic Compounds(VOC) 50 g/kg 1 40
Conclusion Pass

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple 
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.
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Sample Photo:

CAN26-0052860-0001.C005

SGS authenticate the photo on original report only
*** End of Report ***
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